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Steel Box Girder 
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Ident No. Grade Welder" Remarks 
ept eet (XI ( L I (Y I (D) (maxi 

1 Gl -UTI .J NO RECORDABLE INDICATION I 

2 UTZ .J NO RECORDABLE INDICATION 1 

3 UT3 .J NO RECORDABLE INDICATION I 

4 UT4 .J NO RECORDABLE INDICATION I 

5 UT5 .J NO RECORDABLE INDICATION I 

6 UT6 .J NO RECORDABLE INDICATION 1 

7 GZ-UTI .J NO RE CORDABLE INDICATION I 

8 UT2 .J NO RECORDABLE INDICATION I 

9 UT3 .J NO RECORDABLE INDICATION I 

10 UT4 .J NO RECOR DABLE INDICATION I 

11 UT5, ,/ NO RECORDABLE IN DICATION 1 

12 UT6 .J , NO RECORDABLE INDICATION I 

- BLANK -

INDT/UT-SI-B 
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N/A N/A 

N/A N/A 

N/A N/ A 

INDT/UT­S I-C 

I lSU­ 151102 - K08 -3 

4 of 4 

N/A N/A N/A 
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