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COATING THICKNESS MEASUREMENT TESTING REPORT
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Kumga Co., Ltd¢

Q%

BEIM#S

Report No. KG -~ KISI -

CT001

e A 20164 08Y 082

= A MESHA MO2T eisiz 18, 3oiug 3549 ¥ ST Report Date
M s TEL: (02) 796 - 3838 FAX : (02) 796 - 3858 B i
M 2. M2I2T 2REYZ 198 T2I|HAZTAI} 3553045 ﬂ'eo;zlt ‘ﬁoi o o
M s TEL: (02) 2634-7518 FAX: (02) 2634-7519
gt = % / CLIENT BAYE [ HE PROJECT NAME / NO.
et TE=E AN AT 20169 HHJCT1 WS 670w MUt AIC 2
Zq/ ITEM NAME 7+ BRI CODE / PROCEDURE REV. NO
CHe=JCT1 N/A
OlAMM S / BEMS HEAT NO. / M/O NO. THHS /  DRAWING NO. REV. NO
N/A N/A
M &/ MATERIAL HekHds / JOB/CONTRACT NO.
N/A N/A
EHAE] /  SURFACE CONDITION HZ=AL/ 2E3  MAKER / MODEL NAME
AS PAINTED HEES INSTRUMENTS / HI 9401
oA S/ SERIAL NO. =849/ MEASUREMENT LIMIT
102177 0 ~ 1,000 zm
EZFM / THICKNESS STANDARDS AlEAXL/ EXAMINATION DATE
(25, 50, 100, 250, 486)um +1% 2016. 08. 04
Sketch on line, if necessary. M Attached. EHQA| Aot AHX[SHAHLL EE= HRE A,
A" X S e )ui 2 %—i, EXAMINATION AMOUNTS |[] CUSTOMER F&3F
Examined By : -2 = [0 CLIENT Zh3&x
1At
A
s o X n )"‘l .G; ‘-r:lzw
Aporoved By : 7 8 A 20 AUTHORIZED(NUCLEAR)
1At INSPECTOR =2l (M At) HALA

KGQ-F8247-CT01, Rev, 0.
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COATING THICKNESS MEASUREMENT TESTING REPORT

AlSIAL 2 T H\' ZaM e KG - KISI - CT0Of
{% UMGA Report No.
5y Kumga Co., Ltd« E -1l 00164 08% 02l
2 A} MEEYA MU27 9d3|2 18, 27ied 3 =Ly rl| l Report Date - =
P TEL: (02) 796 - 3838 FAX : (02) 796 — 3858 Ho|x| 45
M 2. M2I2T7 P23Y=2 198 FRIIAZTAII 3553045 Rleport N;?_ 2 of 2
™ 3t TEL: (02) 2634-7518 FAX: (02) 2634-7519 .
g o ¥ & Z9H=H Coating Thickness(um) H T
Identification No. UF LF LW RW - - Remarks
S1-G1 -WwW2 276 228 248 - -
S1-G2 -W1 289 301 314 - -
S2-G1 -W1 294 276 311 - -
S2 -G2 -W3 306 258 274 - -
S3-G1 -W2 285 248 257 - -
S3-G2 -W3 316 271 265 - -
S4-G1 -W2 221 218 207 - -
S4-G2-W2 245 197 204 - -
S5-G1 - W1 227 236 205 - -
S5-G2 - W1 274 280 250 - -
- 0| 5t 0 uH -

KGQ-F8247-CT02, Rev, 0.
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